Safety Products

Silver Shield74H°
Chemical Protection Guide

A comprehensive listing of Permeation Rates and Breakthrough Times for North Silver Shield®4H® Hazardous
Chemical Gloves, Aprons, Sleeves and Booties against 280 Chemical Contaminants in two temperatures.

TEST PROCEDURE
Chemical testing as per ASTM Standard F 739-91.
Detection limit: 0.1 ug / cm?/ min.

KEY TO BREAKTHROUGH AND PERMEATION RATE
NT - Not Tested
NC - Not Calculated

Chemical testing as per EN 374: CE-0120.

C - Known or suspected Carcinogen

21°C (70° F) 35° C (95° F)
Break- Permeation Break- Permeation
Through Rate Through Rate
CAS Time ug / em?/ Time pg/fem?/
Chemical Reg. No. minutes minute minutes minute
ACCUMIXR (mixture} N-Alkyl Dimethyl 68391-01-5
Benzyl Amm. Chloride
N-Alkyl Dimethyl 68956-79-6 > 240 NT
Ethylbenzyl Amm. Chloride Water 7732-18-5
Ethyl Alcohol 64-17-5
Acetaldehyde 75-07-0 > 240 NT
Acetic Acid 100% 64-19-7 > 480 53 2.4
Acetic Anhydride 108-24-7 > 480 > 240
Acetone 67-64-1 > 1440 > 240
67-64-1
Acetone/Petrol 1:1 8032-32-4 9 NC 3 NC
Acetone/Toluene/ 67-64-1
Methylated Spirit/ 108-88-3
Conc. Ammonia — 190 NC 40 NG
2: a4 7664-41-7
















